
0.1 0.78 3 23.4
0.2 1.56 3.2 24.96
0.3 2.34 3.5 27.3
0.35 2.73 4 31.2
0.4 3.12 4.5 35.1
0.5 3.9 5 39
0.55 4.29 6 46.8
0.6 4.68 7 54.6
0.65 5.07 8 62.4
0.7 5.46 9 70.2
0.75 5.85 10 78
0.8 6.24 12 93.6
0.85 6.63 15 117
0.9 7.02 16 124.8
1 7.8 18 140.4

1.2 9.36 20 156
1.5 11.7 25 195
1.8 14.04 30 234
2 15.6 35 273

2.2 17 16 40 312

Debljina
mm

kg/m2 Debljina
mm

Hladno valjani i toplo valjani limovi (težine) 

kg/m2

2.2 17.16 40 312
2.5 19.5 45 351
2.8 21.84 50 390


